RS TR RBERAR

ANHUI WANWE! UPDATED HIGH-TECH MATERIAL INDUSTRY CO.LTD

FRREHSHB
CERTIFICATE OF ANALYSIS
refa 4k (NAME) : POLYVINYL ALCOHOL

¥ik% (SPECIFICATION) :

PVA 17-99

#t5 (PRODUCTION LOT) : 230403-4682 A HM (Producing Date) : 2023.04.15
R W), 18.00MTS 5 HY (TESTED DATE) : 2023.04.15
RETE X 72 MAsEER KGR
TESTED ITEM UNIT SPECIFICATION | TESTED RESULT
AR E "
ALCOHOLYSIS DEGREE e MOL/MOL 99.0.0-99.9 99.7
HE
VISCOSITY MPA-S 22.0-30.0 29.6
ERR
VOLATILES % MAX 5.0 4.4
KA
ASH % MAX 0.7 0.6
PH{H
PH VALUE .08

##%_(CHECK) : 001
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https://v3.camscanner.com/user/download

REmESHMRRBBRAF

ANHUI WANWE! UPDATED HIGH-TECH MATERIAL INDUSTRY CO.LTD

%% (NAME) : POLYVINYL ALCOHOL

FmRESWE

CERTIFICATE OF ANALYSIS

¥t (SPECIFICATION) : PVA 20-88A
t5 (PRODUCTION LOT) : 230403-4683 A= HIA (Producing Date) : 2023.04.16
BRONLW.): 36.00MTS K3 @1 (TESTED DATE) : 2023.04.16
rIEmA By FARIEHR KRIGHER
TESTED ITEM UNIT SPECIFICATION | TESTED RESULT
WA :
ALCOHOLYSIS DEGREE | 7° MOL/MOL Jidig L il
i
VISCOSITY MPA-S 28. 0-40. 0 33.3
ERMB
VOLATILES % MAX 5.0 8.7
0
it % MAX 0.7 0. 38
PH/
PH VALUE

##% (CHECK) : 001
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https://v3.camscanner.com/user/download

RERESHMRROERAF
ANHUI WANWEI UPDATED HIGH-TEGH MATERIAL INDUSTRY CO.LTD

FmRESHB

CERTIFICATE OF ANALYSIS
& #& % (NAME) : POLYVINYL ALCOHOL

A& (SPECIFICATION) : PVA 24-88 :
##t% (PRODUCTION LOT) : 230324-4681 AP H (Producing Date) : 2023.04.17
Ff W) 36.00MTS RS2 H M (TESTED DATE) : 2023.04.17
KREHRE LA) MR IEHR RIELER
TESTED ITEM UNIT SPECIFICATION | TESTED RESULT
RUAR )
ALCOHOLYSIS DEGREE % MOL/MOL 86. 0-90. 0 86. 46
R EE
VISCOSITY MPA-S 40. 0-55. 0 §0.2
ERR
VOLATILES % MAX 5.0 4,2
KA
ASH % MAX 0.7 0. 34
PHH :
PH VALUE = 6.01
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https://v3.camscanner.com/user/download

