
Certificate of Analyse

Name&model Iron oxide Red 101

Mfg Date： 2023.3.04 Report Date: 2023.3.05

Items Standard Test result

Content % 96 98.2%

Water % 1.0 0.55%

Fineness (Residue on 325mesh
screen max.)

0.2 0.13%

Water soluble matter(max.) 0.30 0.18%

Oil absorption%(max.) 15-25 19

PH 3-7 5.9

Coverage fraction (g/㎡) max. 10 9.2
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