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Puyang Zhongke Xinyuan Petroleum Chemical Co.,Ltd.
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Certificate of Analysis
7= i JELS C9 Hydrocarbon Resin it
Product grate PZX-ZR120 Lot number 20211208
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Analysis item Test Method Unit Specification Test Result
B S
Softening Point ASTM-E-28 C 110-120 115
e
Color Gar ASTM-D-1544 GC 18max 11
Ko R G 5
Melt Viscosity ASTM-D-3236 Mpa.s 250Max 200
m fH
Acid Value ASTM-D-974 Mg KOH/g 0.2Max 0.05
)
Ash Value ASTM-E-99 Vol% 0.02
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