Shanxi Tongshunyuan Humic Acid Co., Ltd.
Finished product Inspection Report

	Sample name
	Mineral source potassium humate
	Production batch
	2022/3/20

	Representative batch
	30 tons
	Sampled by
	Testing agency

	Sample source
	Finished product warehouse 1
	Sampling time
	2022.03.20

	Number of samples
	200g
	Inspection time
	2022.03.21

	Inspection items
	Standard value
	Measured value
	Single conclusion

	Humic acid
	≥60%
	67.20%
	Qualified

	Potassium
	≥10%
	11.80%
	Qualified

	Water content
	≤15%
	14.34%
	Qualified

	Water solubility (G1 crucible)
	≥95%
	96.20%
	Qualified

	According to GB / t33804-2017 testing standard.

	Test result
	Qualified



