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TEST REPORT

WEHE (No.) :UTS25080328M02 R HEA (Report Date) : 2025/08/29

UTRsxen w M W S

ZHEHAL/Client . TTEGTT BT R BR A
Henan Tingxi New Materials Co., Ltd
M hk/Address o WEFHTITIR X 2 S0OKE 5 T KIE RS X

Intersection of Xiaowen Avenue and Kaiyuan Avenue, Luolong
District, Luoyang City

PUFRE R A5 2 o F s NSO A

The sample(s) information below is/are provided and confirmed by client:

¥ % Fr/Sample Name A I /New plasticizer

#:#¢ H H1/Receiving Date : 2025/08/25

K I H [Test Item . PAHs 15

4% i/Conclusion D OHIE AR AERE B RO IR SS HA5 & APS GS 2019:01 PAK Hif*45

=2k HEWHRmR 23 )5 FRINEK . / Based on the analysis of
the submitted sample, the results meet the requirements of
polycyclic aromatic hydrocarbons in "Category 3 other consumer
products” in AfPS GS 2019:01 PAK.

4o W W DR Hm W 3%

Reviewed by Prepared by

BTN Ik TR
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This Test Report is issued by the Company subject to its General Conditions of Service printed overleaf or available on request. Attention is drawn to the limitations of liability,
indemnification and jurisdictional policies defined therein. The results shown in this Test report refer only to the sample(s) tested unless otherwise stated This test report shall
not be reproduced, except in full, without written approval of the Company. A< 1% 4% 7 2 =] il 52 22 38 F IR 55 26 k0 4 1 2 Tl W9 F ARl 45 1 TS T 2 e 46k, AR AR 2 3L
5. it EEBUAMIPE, 2SR A AT R BRAESA U, AR SOSREE ST, REVER, A EHIAR S

LA BRI AR A A B UNITED TESTING_ SERVICES (JIANGSU) CO.. LTD.
Hudike J5H T 5 X R AT AL E 505 38 215021 Address: Building 3, No.50 Beiguandu Road, Wuzhong Zone, Suzhou, Jiangsu, China , 215021
Hif (Tel) : +0512-66358200 fLH (Fax) : +0512-66358088
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WEHE (No.) :UTS25080328M02 R HEA (Report Date) : 2025/08/29

1. MR A5 1/ Test Standard(s)
Afps GS 2019:01 PAK

2. Mk H i/ Test Date(s)
2025/08/26-2025/08/27

3. Mk % &/ Test Equipment(s)

B AR W& T RAEA R
Test Equipment Equipment Number Calibration Period of Validity
AR B 5T I F X
M-1-582 2025/12/14
GC-MS

4. kg R/ Test Result(s)

a0 751 H ¥ A T3 1A I PR o il &5 5
Test Items Unit MDL Results
2 JF[a]tt/ Benzo[a]pyrene(BaP) mg/kg 0.2 N.D.
% ¥ [e]tt/Benzo[e]pyrene(BeP) mg/kg 0.2 N.D.
2 Jf[a]#/ Benzo[a]anthracene(BaA) mg/kg 0.2 N.D.
K It [b]2¢ B/ Benzo[b]fluoranthene(BbF) mg/kg 0.2 N.D.
ZIE[17% ¥ /Benzoljlfluoranthene(BjF) mg/kg 0.2 N.D.
ZRIE[K]7% 1/ Benzo[K]fluoranthene(BkF) mg/kg 0.2 N.D.
Jt/Chrysene(CHR) mg/kg 0.2 N.D.
% Jf[a,h]E/ Dibenzo[a,h]anthracene(DBA) mg/kg 0.2 N.D.
ZKJf[g,h,i]4E/ Benzo[g,h,ilperylene(BPE) mg/kg 0.2 N.D.
EfiJ1:[1,2,3-cd]EE/
Indenol[j13j':2[,3-cd]pyl}ene(IPY) mokg o7 (\\-
3E/ Phenanthrene(PHE) mg/kg 0.2 N.D.
Et/ Pyrene(PYR) mg/kg 0.2 N.D.
¥/ Anthracene(ANT) mg/kg 0.2 N.D.
7% 1/ Fluoranthene(FLT) mg/kg 0.2 N.D.
1t/ Total
(PHE+FE"YJI;+ANT+FLT) mo/kg N
%%/ Naphthalene(NAP) mg/kg 0.2 N.D.
15 il PAHs &1t/ Sum of 15 PAHs mg/kg - N.D.
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R HEY (Report Date) : 2025/08/29

LI TS FIRAE TS i T I B KA N/ Limits for PAH in Products:

—2R/ —K/ =K/
4y2/Category FR B=R B=R
Category 1 Category 2 Category 3
. AW EEELEN 1 T, 5 R
SRLURIOREL | s i sag | R 28, 5
2009/48/EC HEIHMMTLA | 7 &H;): o ,Ef B ke i o ] T30 /1>
THULS BRI B | e | T SO RPIRIATRL CRiE
(B30 ) I3 HLATFIL | T fi B J )
- . i Materials not covered by )
# f FH 17 i Materials _ Materials not covered by
. ) category 1, with i
intended to be placed in the ) category 1 or 2 with
o foreseeable skin contact for )
mouth, toys within the foreseeable skin contact
longer than 30s(long-term )
scope of 2009/48/EC, ) up to 30s(short term skin
i skin contact)or repeat short
products intended for use i contact)
by children under 3 years of term skin contact’
i u
y eniere Y R L T T
age with foreseeable JLEE = iy Other JLE = i Other
prolonged skin contact Children's Children's
consumer consumer
(more than 30 seconds) products products
goods goods
Al <0.2 <0.2 <0.5 <0.5 <1
Benzo[a]pyrene(BaP)
el <0.2 <0.2 <0.5 <0.5 <1
/Benzo[e]pyrene(BeP)
2K [a] B/
Benzo[a]anthracene <0.2 <0.2 <0.5 <0.5 <1
(BaA)
I [b] 2 B/
Benzolb]fluoranthene <0.2 <0.2 <0.5 <0.5 <1
(BbF)
FIF[R
/Benzo[jJfluoranthene <0.2 <0.2 <0.5 <0.5 <1
(BiF)
R [K) D
Benzolk]fluoranthene <0.2 <0.2 <0.5 <0.5 <1
(BKF)
JE/Chrysene(CHR) <0.2 <0.2 <0.5 <0.5 <1
— K JF[a,h] Rl
Dibenzo[a,h]anthracene <0.2 <0.2 <0.5 <0.5 <1
(DBA)
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TEST REPORT

R HEY (Report Date) : 2025/08/29

BRI BRI =R
#RICategory Category 1 Category 2 Category 3
Sk LA RS Y e ‘
SOk, | R SEERAA T SR e 2w,

2009/48/EC Ju[H AN It H
AT B PR A BT ) 2
Gk 30 #) 11 3 Z L F L

HAEH K™ 5 Materials
intended to be placed in the
mouth, toys within the
scope of 2009/48/EC,

JER 5 ko T S 2 8 5L 30 A
CRAPBE A R ) 2 e &2
LIS 1) 5 2 JER 12 PR 64
Materials not covered by

category 1, with
foreseeable skin contact for
longer than 30s(long-term
skin contact)or repeat short

R JERFE S o ] P4 = >
T 30 IR RL CRadbiE
fitk K2 JBK
Materials not covered by
category 1 or 2 with
foreseeable skin contact
up to 30s(short term skin

products intended for use i contact)
by children under 3 years of term skin contact’
y e Y [ atewmm || St
age with foreseeable JLE P2 iy Other JLEE = i Other
prolonged skin contact Children's Children's
consumer consumer
(more than 30 seconds) products products
goods goods
I [g,h,ijdE/
Benzolg,h,i]perylene <0.2 <0.2 <0.5 <0.5 <1
(BPE)
EfiIf[1,2,3-cd] et/
Indeno[1,2,3-cd]pyrene <0.2 <0.2 <0.5 <0.5 <1
(IPY)
4E(Phenanthrene)
EE(Pyrene) SE< SE<5 SE<10 <20 <50
B (Anthracene) sum<1 sum<5 sum<10 sum<20 sum<50
% B (Fluoranthene)
= <1 <2 <10
(Naphthalene)
15 Fl PAH ¥ 51 i
Fit PAH F)i i 5 <1 <5 <10 <20 <50
Sum 15PAHS(mg/kg)
H/iE 1) "= RUHHE/Not Regulated.
/Note: 2)  N.D.= Rigth, /T 750 FR/Not detected, less than MDL.

3) 2% AfPS GS 2019:01 PAK J7v: IR, R UM (1% — BT 6 ACGEEAT I 5E
With reference to AfPS GS 2019:01 PAK, Analysis was performed by GC-MS.

Fer A 4 A/ TEST PART DESCRIPTION: 3E4:)&/Non-metal

ITHARB WA 55 FRAF

Hihik: F5H TSR P GBI AT L R 505 3 215021

1% (Tel) : +0512-66358200
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K A2 E/FLOW CHART

FREE IR LB TR
+1/Weigh sample in a
sample bottle.

GC-MS {487t
/Analyzed by
GC-MS.

0
-

TN LA, 7 A
/Add organic solvent and
ultrasonic extraction.

iRe& HEA (Report Date) : 2025/08/29

0

R 88 A it AR P o AR 4 A
H i /Dilute or concentrate
extracted solution.

e 2 2mL A BN

[Transfer an appropriate

portion to autosampler vial.

{1

5. ¥ 58 Fr/Sample photo(s)
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Ly

F 0.45 TR P8 MR I 98 25 B
[Filter the extracted solution
with 0.45um filter.
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AR P EE A AR, BN R ] 2 .

Test results in this report are only used for scientific research, teaching and internal quality control.

YL AP B AR R 555 [ A E]
ks 25 T 5 b DRI A8 1L B I 50 5 3
HiiE (Tel) : +0512-66358200

215021

Page 5 of 5

Address: Building 3, No.50 Beiguandu Road, Wuzhong Zone, Suzhou, Jiangsu, China , 215021

fEE (Fax) : +0512-66358088
---------- www.uts.com.cn



		2025-08-29T16:20:13+0800
	江苏省优联检测技术服务有限公司




